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Zhejiang Hailide New Material Co.,Ltd
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Certificate of Analysis

WS 1705013 Z F:DIM e VrEE W H #9:17.6.2
Test File #: Customer: Sales: Test Date:
R TR S kg / TS
HT2020C #H M 200*200 18*18
Sample Item Spec / Part #
ek T7 e O#AL R 3
Sample method Ramdon samples Qty
o ) B4 5% PrAEIR I B,
M 64/%#/H 64
Test Environment Standard Environment Color
AT H ERE SE BT
Test Items Specs Actual Data Test Method
Mz (ecm)
220<5mm) 220 Qualified
Width:
JEEmZE (mm)
0.35
Thickness Tolerance:
wEE (g/m®)
510420 506 Qualified
Weight:
#EHE (%) Opacity 0-0.3 0.3
WIEE( P ) PHR Level 34 34
oz Ao % =500 684
Tensile Warp
Qualified
strength zf 2250 443
(N/5CM) Weft
Hi R om B % >65 79
Tearin War|
g P Qualified
strength 4 260 74
(N/5CM) Weft
FIE 5L =20 ToiEFIE Qualified
o TeiiE, WEY s HAMBE IR
No dirt, no contamination, no visible Match Qualified
Visual appearance
defectives.
M =5 P Ik THL, oS, TR SR .
Printability No scratch no white dots no strips Acceptable Qualified

(visual check):

etc.

K 4518

Test Result

RS Ao b A v S 2 P SSRGS 7 il HEAT A I G 28 R4 K.

Sample been tested based on Hailide standard and the test result is acceptable to release.

(Kt %)

Company stamp

2R HH (Date):

176 H2H




